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Property Testing method Typical value
Density ASTM D792 (ISO 1183, 1.20 -1.24 (g/cm3 at
GB/T 1033) 21.50C)
Shore hardness ASTM D2240(1SO 7619, ~95A
GB/T 31)
E modulus (X-Y) ASTM D638 (ISO 527, 9.4 + 0.3 (MPa)
GB/T 1040)
Tensile strength(X-Y) ASTM D638 (ISO 527, 29.0 £ 2.8 (MPa)
GB/T 1040)
Elongation at break(X-Y) ASTM D638 (ISO 527, 330.1 £ 14.9 (%)
GB/T 1040)
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